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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
BONDAR-CLEGG

REPORT: 098-0871 ( COMPLETE ) ]

Geochemical
Lab Report

| REFERENCE INFO: NONE LISTED

CLIENT: BROHN MINING CORF.
PROJECT: BLASTHOLE

SUBMITTED BY! R. MACLEOD
DATE PRINTER! 31-AUG-88

NUMBER OF LORER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD

1 Firefu Gold 45 0,002 OPT Fire Ascey

2 CN Au Au/Hot Extraction 8 0,002 OPT Cuanide Leach Atomic Absoretion
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 43 2 -150 45 fissay Prep 45

Deadwood Surcharde 45

REMARKS: SAMPLE S-9-4-102 WAS RECEIVEDR WITH THE SAMPLE
SHIPHENT .

REPORT COFTES TO: MR, ROD MACLEDD




12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab
(303) 9891404 BONDAR-CLEGE saport
REPORT: 098-0871 | PROJECT: BLASTHOLE PAGE 1
SANPLE ELENENT FireAu CN Au SANPLE ELEMENT FireAu  CN Au
NUNBER UNITS  OPT  OPT NUMBER UNITS  OPT  OPT
D2 5-9-4-102 <0002 D2 5-9-4-298 0,010 -
D2 S-9-4-128 <0,002 D2 5-9-4-299 0,006 0,005
D2 $-9-4-129 €0,002 D2 5-9-4-300 0,014
D2 S-9-4-130 0,009 12 S-9-4-301 <0,002
D2 S-9-4-131 0,003 D2 5-9-4-302 <0002
D2 §-9-4-132 0,037 0,025 -
B2 §-9-4-133 0,011
D2 5-9-4-134 0,008
D2 §-9-4-135 0,010
D2 §-9-4-136 0,018 0,025
02 5-9-4-137 0,004 '
B2 5-9-4-138 0,007
B2 §-9-4-139 0,039 0,039
D2 §-9-4-140 0,002
D2 §-9-4-141 0,002
02 5-9-4-142 0,004
12 5-9-4-175 0,008
02 §-9-4-176 0,014
D2 §-9-4-177 0,012
02 $-9-4-178 0,004
02 S-9-4-17¢9 0,004
02 S-9-4-180 <0,002
12 5-9-4-181 0,002
B2 5‘9-4-182 (0.002
2 5-9-4-215 0,007
12 5-9-4-216 0,04 0,029 T
12 §-9-4-217 0,002
12 S5-9-4-218 <0,002
12 5-9-4-219 0,002
02 §-9-4-220 0,002
D2 5-9-4-221 <0,002
02 §-9-4-222 0,002 \
D2 5-9-4-290 0,008 i
02 §-9-4-291 0,019 0,011 ,
D2 5-9-4-292 <0,002
02 §-9-4-293 * 0,007 -
D2 5-9-4-294 0,018 0,016
02 §5-9-4-295 0,007
D2 S-9-4-29 0,005
02 S-9-4-297 0,042 0,023
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LAB. REPORT NO.

\ E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWDOD, CO. 80228 PHONE: S89-1104 TELEX: 45-6893
SAMPLE SHIPMENT NOTICE

Date Shipped Via Lz £ N Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES 44
GEOLOGIST'S NAME AL // /i ter) PHONE NUMBERZ.~ /5 27/~ PROJECT NAME OR NUMBER L2/l //ii ¢
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation DcP test
Neut ]
L 1= 417 4147 |cu |Pb [zn Mo [Ag [Cd |Ni [Co n [Fe |Bi |V W |F |AK[As Hg [sn [Sb [Ba |E spec ctivation oce | tes
P S 1S94)7¢ 1418 Zlcu [P [zn Mo [Ag [Cd |Ni |Co Mn [Fe |Bi |V |U (W |F AaAfm Hy [Sn [Sb |Ba |E spec Aci;:.';;”fn pee rser
L 4 2 FE 3 Neutron ore
(ff. L | G4 .7 ZiCu |Pb [Zn Mo |Ag |Cd Ni [Co Mn [Fe [Bi |V |U |W |F »’Y As [Hg [Sn |Sb |Ba |E spec | Activation nee test
U |2 [E94790-5947 Olcu [pb fan Mo lag Jod |Ni o pan [re [8i |v [u [w [F [ Jas g sn [sb [sa |E spec Pl I (€.
Neutron ore
_,(,._S —cl-4 'MLCU Pb |Zn Mo |Ag [Cd [Ni [Co Mn |Fe |Bi |V |U |W |F |Au |As [Hg [Sn [Sb [Ba |E spec | Activation pce test
Neutron ore
Cy [Ph |Zn Mo |Ag [Cd NI [Co Mn [Fe |Bi |V |U |W |F |au |As [Hg [Sn |Sb [Ba |E spec | Activation pep test
Neutron ore
Cu [Pb |Zn Mo |Ag [Cd |Ni |Co Mn |Fe |Bi |V |U |W |F |Au |As [Ha |Sn [Sb |Ba |E spec | Activation pce test
Neutren ore
Cu |Ph |Zn Mo |Ag [Cd |Ni [Co Mn [Fe |Bi [V |U [W [F |Au |As [Hg |Sn [Sb [Ba |E spec | Activation oce test
Neutron ore
Cu |Pb |Zn Pdo [Ag |Cd INi |Co Mn |Fe |Bi |V |U |W |F |Au |As [Ho |Sn |Sb [Ba |E spec | Activation pceP lest
Neuiron ore
Cu |Ph |Zn Mo |Ag [Cd |Ni [Co Mn |Fe (Bi |V |U |W |F |Au |As [Ho [Sn |Sb [Ba |E spec AcliSamr‘ DCP fest
Neutro ore
Cu |Pb |Zn Mo |Ag |Cd |Ni [Co Mn [Fe |Bi |V |U |W [F |&u |As [Hg [Sn |Sh [Ba [E spec !fu‘!"ja(lgn nee lest
Heul ore
Cu [P |Zn Mo |Ag [Cd [Ni [Co Mn |Fe |Bi [V |U |W |F |Au |As [Ha [Sn [Sb [Ba |E spec Actwart?gn DCP test
Neuran e
Cu |Pb [Zn Mo |Ag [Cd |Ni [Co Mn [Fe |Bi |V |U [W |F [Au |[As [Hg [Sn [Sb |Ba |E spec | Activation pep test
Neutron gre
Cu |Pb |Zn Mo |Ag |Cd [Ni [Co Mn [Fe |Bi |V |U |W |F |Au |As |Ho |Sn [Sh [Ba |E spec | Activation pce test
Neutron ore
Cu [PB |Zn Mo JAg [Cd |Ni [Co Mn [Fe |Bi |V |U |W |F [Au |As [Hg [Sn |Sh |Ba |E spec Activation pee test
T4 assay (%, ore grade) 0 prepared
Please analyze by ¢ methods, the enclosed { samples
O geochemical (ppm, trace level) O unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS . 4
COMMENTS AL 'y LIl SR~V L LSO 1L IO
L v/, /'/’» A i /Va - 7 ',;/ Z /" 1‘4' #. L &2 £ - g e SR i VR A ol
L L A7 VS £ rE ALY M Y LAk [ Ll7L
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
IJ\ DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
0 RETURN COD AFTER ANALYSIS COMPLETE O.RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

A Results TNCL [/ /AL £EC O Results
(3 Invoices /72 LAL LG LA L TR O Invoices
oF Pulps L AOX R- O Puips
‘O Rejects L4~ 27 H4Z2 O Rejects
J Results O Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



3
"TITLE 22-08-88 09:36:54 098-0871 R. MACLEOD 18/08/88" |
"CLIENT BROHM MINING CORP. "
"PROJECT BLASTHOLE #SAMPLES: 45 REFERENCE: NONE LISTED "

"SPECIAL VALUES"

" IS Insufficient Sample"

" —~9 No Value Recorded"

“ Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS®"

" 91 FireAu FA OPT 45 ©.002 989.999 Results Reported "

" 82 CN Au AA E31 OPT 45 90.002 99.999 Test not yvet complete"
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE "

" 41 P1l7= 4% Assay Prep "

" 42 P86= 45 Deadwood Surcharge "

"REMARKS"

" 5@ SAMPLE $5-9-4-102 WAS RECEIVED WITH THE SAMPLE "
" 51 SHIPMENT. "
" 52 RESULT NOW REPORTED FOR SAMPLE S-9-4-299. "

ok ok oK 0l

"FORMAT (AB8,1X,A1,A1,1X,A20,2(1X,A7,A1))"

"BEGIN " "Type" "Frac" "Sample ID" "FireAu" " CN Au"

"g871e001" "D "2" "S$-9-4-102 " -0.002 -9

"g8710002" "D" "2" "S-9-4-128 " -0.002 -9

"“eg871e005" "D" "2" "S§~-9-4-~129 " ~-0.002 -9

“@8710@0066" "D" "2" "$5-9-4-130 " 2.009 -9

"eg71@0e07" "D "2'" "S$-8-4-131 " 0.003 -8

"eg710008" "D" "2" "§~-9-4-132 " 0.037 -9

"@8710009" "D" "2" "$-9-4-133 " 2.9211 -9

"98710010" "D "2" "S$-9-4-134 " 0.008 -9

"gg710011" "D" "2" "$§-9-4-135 " 0.010 -9

“e8710012" "p" "2" "S$-9-4-136 " 9.018 -9

"g871%013" "D "2" "S$-9-4-137 " ¢.004 -9

"“@8710014" "D" "2" "S5-9-4-138 " .07 -9

"@8710015" "p" "2" "S-9-4-139 " 9.039 -9

"@87100106" “D" "2" "$-9-~4-140 " -9.002 -9

"gg8710@017" "D “2'" "S-9-4-141 " ~-9.002 -9

“9871@018" "p" "2" "$-9-4-142 " 0.004 -9

"@8710819" “p" "2" "S§-9-4-~175 " 0.008 -9

"o8710020" "D" "2" "5-9-4-176 " 9.014 -8

“98718021" "pD" "2" "$~-9-4-177 " 0.012 -9

"@g8710022'" "p" "2" "S$S-9-4-178 " 0.004 -9 |
"98710023" "D" "2'" "S-9-4-179 " 9.004 -9 |
"“@8710024" "pD" "2" "S-9-4-18¢ " -90.002 -8 1
"eg8710e@25" "p" "2" "S$-9-4-181 " -0.002 -9

"98710026" "pD" "2" "S-9-4-182 " -06.002 -9

"g8710027" "pD" "2" "S$-9-4-215 " 0.007 -9

"@g8710030" "D" "2" "S$-9-4-216 " ©.034 -9

“"@8710631" "D' "2" "5-9-4-217 " 0.002 -9

"gg716032" D" "2" "S-9-4-218 " ~0.002 -9

"¢87100©33" "p" "2" "§-9-4-219 " -0.002 -9

"e87190@34" "D" "2" "S-9-4-220 " 2.002 -3

"e8716035" "p" "2'" "S§-9-4-221 " -0.002 -9 |
"¢8710036" "D'" "2" "$-9-4-222 " ~0.902 -9 |
"98710037" "D" "2" "§5-9-4-~290 " 9.008 -9 |
"¢g8710038" "D'" "2" "S5~-9-4~231 " ©.018 -9 ‘
"¢8710839" "D" "2" "S-9-4-292 " -9.002 -9 1
"gg8710040" “D" "2" "5-9-4-293 " 6.007 -9 ‘
"@8710041" "B "2" "S~9-4-294 " 0.018 -9 |
"@8710042" "D" “2" "§-9-4-295 " 2.007 -9

"@B710043" "D* "2" "§-9-4-~-296 " 9.005 -9

“08 44“ HDII I12II



"087100645"
"0B8710046"
"@08718047"
"eB710048"
"@8710049"
UENDII

IIDH
HOII
IIDII
NOII
llDll

I|2II
l'2!l
II2ll
“2"
ll2ll

"$5-9-4-298
"S-9-4-299
"§-9-4-300
"S-9-4-301
"S$~9~4-382

2.010
0.006
@.014
-0.002
-0.002
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